
Depth Location LL PL PI Classification Description

Hole number 1 0-5' 50' East of I-55 25 11 14 A-6 red clayey sand

Hole number 1 5-7' 50' East of I-55 26 13 13 A-6 red clayey sand

Hole number 2 0-7' In between I-55 N and I-55 S 21 11 10 A-4 brown lean clay

Hole number 3 0-5' 50' West of I-55 23 13 10 A-4 brown lean clay

Hole number 3 5-7' 50' West of I-55 27 15 12 A-6 red clayey sand

Existing Pavement: 5" HMA Surface, 6" Clay Gravel Base

County Road at I-55/Gallman Interchange


